
Raymond Austin II

Element Body Jewelry

690 Radio Dr

Lewis Center, OH  43035

CERTIFICATE OF ANALYSIS

Date Submitted: 11/14/22
22077136-2

Item Number: 70012804

Item Description: 14Kt Hinge Ring 16g 1/2" White Gold

Sample Type: *****

Vendor: *****

Analyzed by: ED on 11/16/22

Gold

Component Requirement Tolerence Minimum Content Unit

Hoop 58.33 0.300 58.03 58.48  %/wt

Kevin E. Donahue Jeff Mascoli

Laboratory Director Laboratory Manager

MCE SOP for Determining Corrected Silver Content in Metal Components (Modified version of ASTM E1335 and E2295-03)

MCE SOP for Determining Gold Content in Metal Components (Modified version of ASTM E1335-08)

Samples submitted by customer, results relate only to items tested.

Test report shall not be reproduced except in full, without written approval of the laboratory.
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